_E.:RDERS IN SAMPLE PREPARATION EQUIPMENT

. ROCKLABS

Element Agate Carbon Chrome Tungsten Zirconia
Steel Steel Carbide

Ag 0.3 <0.2
Al Trace 300 300 a0 70
As <100 <10 <1
Al <0.2 0.04
B <10
Ba <10 160
Br 1
C 0.48% 2% 5.50%
Ca 40 a0 150
Cl <10
Co an 200 10% 3
cr 1200 12% a0 =10
Cs <1
Cu 250 200 30 =10
Fe Trace 98% 86% 100 70
Ga 1
Hf 1.30%
In 0.01
K Trace 30 <20
La T
Mg 2%
Mn Trace 7000 3500 a0 3
Mo 100 100 50 <10
M 100 40
MNa Trace =200 30
N 2 a0 100 =10
Mi 200 a0a0 a0
P =100 140 30
Pb 5 =100 30 =10
Rb <10
Re =0.05
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